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Tableau I.1 : Exemples de la diversité chimique et fonctionnelle des pesticides  [1] 

 

 

Figure I.1 : Structures chimiques de quelques exemples de pesticides. Les pesticides de même 

couleur font partie de la même famille chimique, indiquée dans le tableau I.1  

 

 

 

Type Organismes cibles Exemples de famille 
chimiques 

Exemples de molécules Modes d�¶action 

Herbicides Mauvaises herbes Acides chlorophénoxy-
alcanoïques 

Acide 2,4-dichlorophénoxyacétique Perturbation de la régulation de l�¶auxine 

Acides benzoiques Dicamba 
Carbamates Carbétamide Blocage des centres organisateurs de 

microtubules et désorganisation du 
fuseau achromatique 

 Organophosphorés Glyphosphate Inhibition de la biosynthèse des acides 
aminées achromatique 

Sulphony lurées Metsulfuron-metyle Inhibition de la biosynthèse des acides 
aminées ramifiés 

Triazines Atrazine Inhibition de la photosynthèse 
Urées substituées Isoproturon,Inuron 

Fongicides Champignons 
parasites des cultures 

maladies 

Carbamates Propamocarbe Inhibition de la formation des 
microtubules 

Triazoles Tébuconazole Inhibition de la biosynthèse des stérols 
 Organophosphorés Focétyle-Al  Inhibition de la germination des spores et 

la croissance mycélienne 
Dérivés soufrés, sulfate de 

cuivre 
Bouille borde laise Inhibition de la germination des spores 

Insecticides Insectes ravageurs Triazines Triazoxide Perturbation de la biosynthèse des 
mélanines 

Carbamates Aldicarbe  
 

Perturbation du système nerveux 
Pyréthrionides Cyperméthrine 

 Organophosphorés Malathion 
Organochlorés Aldrine 

Néonicotinoides Thiaméthoxame 
Amidinohydrazores Hydraméthylnon Perturbation du système respiratoire 
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Tableau II.1 : Les produits utilisés. 

 

Produits 

 

rôle 

 

Formule 

Masse 

(g/mole) 

 

n-Butylacrylat (BuA) 

Monomère fonctionnel 

 

 

128,17 

 

Isobornyl acrylate (IBOA) 

 

Monomère fonctionnel 

 

 

 

208,3 

 

Hydroxyéthyl acrylate 

(HEA) 

 

Monomère fonctionnel 

 

 

116.12 
 

1,6-Hexanediol diacrylate 

(HDDA) 

 

Agent réticulant 

 

 

226,27 

2-Hydroxy-2-

methylpropiophenone 

(Darocur) 

 

Photoamorceur 

 

 

164,20 

 

Acide 2-phénoxypropionic 

(APP) 

 

Molécule cible analogue 

au (2,4-D) 

 

 

 

166,17 

 

l'acide 2,4-

dichlorophénoxyacétique 

(2,4-D) 

 

 

Molécule cible 

 

 

 

221,037 
 

 

II.2 Etude des interactions 

La qualité des sites formées, ainsi que la spécificité résultante du MIP, dépendent 

notamment de la stabilité du complexe formé entre la molécule cible et  le monomère fonctionnel 

dans le mélange de pré-polymérisation via des interactions faibles. Dans notre cas les interactions 

sont de type liaison hydrogène 

 II.2.1 Méthodes de caractérisations de complexes 

Dans cette étude plusieurs méthodes ont été utilisées pour évaluer la formation de la liaison 

hydrogène entre la molécule cible et le monomère fonctionnel dans le complexe de pré-

polymérisation telles que la modélisation moléculaire, l'analyse infrarouge et l'analyse RMN-
1
H. 
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Complexe 1a 

 

Complexe 2a 

Figure II.1 : Géométries optimisées DFT-B3LYP/6-31G (d,p) des complexes 1a et 2a. (Atomes d'oxygène en 

rouge, atomes de carbone en gris, atomes d'hydrogène en blanc) 
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Complexe 1b 

 

 

Complexe 2b 

Figure II.2 : Géométries optimisées DFT-B3LYP/6-31G (d,p) des complexes 1b et 2b. (atomes d'oxygène en 

rouge, atomes de carbone en gris, atomes d'hydrogène en blanc atomes de chlore en vert). 
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chaque tube. Les spectres obtenus sont présentés dans la figure III.4 et les déplacements chimiques 

de tous les protons sont rassemblés dans le tableau II.4.  

 

Figure II.4 : Spectres RMN -
1
H de BuA, APP et de BuA/APP 4/1 et 1/1 

dans CDCl3 

Tableau II.4 : Déplacement chimique du proton (ppm) de BuA, APP et des mélanges de BuA/APP 

1/1 et  4/1 dans CDCl3. 

Déplacement chimique (ppm)  

 APP BuA BuA/APP 

1/1 

BuA/APP 

4/1 

H1 (s) 9,31  10,30 9,06 

H2 (s) 7,49  7,36 7,33 

H3 (t) 7,06  7,04 7,00 

H4 (d) 6,98  6,97 6,94 

H5 (m) 4,85  4,86 4,83 

H6 (d) 1,73    

Ha (t)  0,94 1,02 1 

Hb (m)  1,42 1,45 1,42 

Hc (m)  1,68 1,70 1,67 

Hd (t)  4,16 4,22 4,16 

He (d)  5,79 5,89 5,85 

Hf (m)  6,13 6,19  

Hg (d)  6,36 6,40  
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III.3.1.2 Caractérisation des films MIPs et NIPs  pour la composition (APP /IBOA/HDDA) 

pars « FTIR »  

 

Figure III.8: Les spectres IR de mélange NIP7 et NIP7 film 

 
La figure III.8 montre la disparition de la bande caractéristique de la double liaison des 

acrylates à 1637cm-1 et 809 cm-
1
 pour le film NIP7 après polymérisation ce qui indique une 

conversion presque totale de la double liaison lors de la polymérisation. 
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Les figures ci-après montrent les thermogrammes DSC des films NIP3 et MIP3 

 

Figure A.7 : termogramme DSC de NIP3 

 

 

Figure A.8 : termogramme DSC de MIP3 
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MIP1 (1/4/2) NIP1 (1/4/2) 

 

 

Figure A.12 : micrographes AFM des films MIP1 et NIP1 

  

MIP2 (1/4/2) +solvant  

 

NIP2 (1/4/2) +solvant  

 

 

 Figure A.13 : micrographes AFM des films MIP2 et NIP2  
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MIP3 (1/4/4) 

 

NIP3 (1/4/4) 

 

 

Figure A.14 : micrographes AFM des films MIP3 et NIP3 

  

MIP4 (1/4/4) +solvant 

 

NIP4 (1/4/4) +solva 

 

Figure A.15 : micrographes AFM des films MIP4 et NIP4 



 Annexes  
 

120 
 

  

MIP5 (1/4/8) NIP5 (1/4/8) 

 

Figure A.16 : micrographes AFM des films MIP5 et NIP5  

  

MIP6 (1/4/8) +solvant  

 

NIP6 (1/4/8) +solvant  

 

 

Figure A.17: micrographes AFM des films MIP6 et NIP6  
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Abstract
This work comprises an elaboration of novel molecularly imprinted polymers (MIPs) films by non-covalent approach in 
presence of phenoxypropionic acid (PPA) as an analogue of 2,4-D herbicide. MIPs were prepared by photo-polymerization 
of a mixture containing the n-butyl acrylate (BuA) as monomer, 1,6 hexanediol diacrylate (HDDA) as cross-linker, PPA as 
template, 2-hydroxy-2-methyl-1-phenyl-propane-1-one as photoinitiator and chloroform as porogenic solvent. The computer 
modelling and 1H NMR analysis confirmed the presence of non-covalent hydrogen-bonding interactions between the template 
molecule and the monomer in pre-polymerization complex. Imprinted and non-imprinted polymers (NIPs) were character-
ized by infra-red spectroscopy (IR), thermogravimetric analysis (TGA) and atomic force microscopy (AFM) techniques. 
The template extraction from MIP and the recognition properties of NIPs and MIPs were performed by gas chromatography 
(GC). The binding characteristics of MIPs, after removing the template were evaluated using equilibrium binding experi-
ment and compared them with the corresponding NIPs. To acquire a maximum specific binding, factors such as the amount 
of polymer film, template concentration and cross-linking density were varied. In all cases, the binding experiment showed 
that the PPA imprinted polymer had better recognition ability than the non-imprinted polymer. As a result, MIP gave higher 
imprinting effect at higher cross-linking density and lower PPA concentration when using 6 mg of polymer film mass. The 
resulting dummy MIPs exhibited selective recognition and satisfactory adsorption capacities of 2,4-D in the solvent used 
for polymerization.
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Introduction

Detection and adsorption of trace level residues of pesticides 
have attracted the interest of researchers for their toxicity 
and health risks. Indeed, due to the widespread use of vari-
ous insecticides, fungicides, and herbicides in agricultural 
fields, residues of these chemicals have been found in soil, 
drinking water, and agricultural products [1, 2]. One of the 
most widely used herbicides is 2,4-dichloro-phenoxyacetic 
acid (2,4-D), which acts as a plant growth regulator [3, 4].

Nonetheless, due to its endocrine disrupting activities and 
cancer risk, its presence in food and the natural environment 
can cause serious harm to humans and animals [5–7]. As the 
World Health Organization (WHO) has set the maximum 
limit for 2,4-D contamination of drinking water at 30 µg/L 
[8], it is essential to have sensitive methods for detecting 
residual 2,4-D. HPLC and GC/MS methods are traditionally 
used to monitor the presence of 2,4-D in the environment [9, 
10]. These methods have some drawbacks, including high 
costs, sample pretreatment (derivatization) and time con-
straints. To overcome these main limitations, molecularly 
imprinted polymers (MIPs) have been used to detect 2,4-D 
in a more efficient and sensitive approach.

The technology for obtaining MIPs is based on the for-
mation of a complex between a template and a functional 

monomer in a selected solvent that acts as a porogen. The 
complex is then polymerized by thermal or photoinitiation in 
the presence of a cross-linker to obtain a three-dimensional 
polymer network. The template is subsequently removed 
from the polymer structure, resulting in the formation of 
specific binding sites [11]. The recognition of the template 
molecule is based on the presence of cavities left, in MIPs 
materials after the template molecule has been removed. 
These cavities are comparable to the template in terms 
of shape, size, and functional groups [12–14]. The use of 
MIPs for the selective detection of 2,4-D has many benefits, 
including very high specificity, very sensitive detection, and 
the possibility of reusing these polymers due to their remark-
able stability.

Recently, special attention has been given to the use of 
MIPs in food quality control for efficient extraction of pesti-
cide residues due to their specificity and sensitivity. In fact, 
many sensors have been successfully developed as pesticide 
detection materials mainly by electrochemical and optical 
responses, amongst others. Sensors exhibit several outstand-
ing benefits, such as high selectivity and sensitivity as well 
as quick and simple on-site detection.

Over the past five years, the number of high-quality publi-
cations on MIP sensors for pesticide detection has increased 
significantly. The most commonly used detection methods 
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are: colorimetry, fluorescence, surface plasmon resonance, 
chemiluminescence and surface enhanced Raman spectros-
copy [15–17].

To improve binding efficiency, magnetic MIPs (MMIPs) 
have also received much interest, especially for the identifi-
cation of contaminants in complex analytes at low concen-
trations. Although there are many distinct polymerization 
processes used to create MMIPs, the concepts are generally 
the same. To ensure the response of MMIPs to an external 
magnetic field, it is necessary to add an additional mag-
netic element in their elaboration. Regarding the advantages 
of MMIPs, Wang et al. [18] and Meseguer-Lloret et al. 
[19] have developed an MMIP for pesticide detection; the 
obtained materials show high affinity and excellent selectiv-
ity for phenoxy acid herbicides. In the same framework, the 
molecularly imprinted membrane (MIM) has also attracted 
many research groups to study the usefulness of the mem-
brane technology integrated with the sensor system.

Interestingly, MIP-(bio) sensors are new tools that have 
distinct qualities including quick, sensitive, effective, and 
portable detection. Enzyme-based biosensors for pesticides 
detection have been widely developed among them, and 
some of them have even reached commercialization [20, 21].

The MIPs are generally made of methacrylic esters and 
vinylpyridine as functional monomers, which can be ther-
mally or UV polymerized [22] in the presence of dimeth-
acrylate as a cross-linking agent. The formats of MIP may 
differ depending on the polymerization process: bulk polym-
erization produces monolithic irregular particles after grind-
ing whereas suspension polymerization [23], precipitation 
polymerization [24] and emulsion polymerization [25] pro-
duce well-defined spherical particles.

The actual challenge is the development of MIP in a thin 
film format for use in miniaturized analytical system and 
sensors [26–28]. This can be done by spin coating [29] or 
by sandwich method [30] among others. The former method 
allows a production of thin films of controlled thicknesses 
but usually requires a viscous pre-polymerization mixture. 
When using more volatile solvent and monomers, the sand-
wich technique is the preferred approach.

Good adsorptive capacities are frequently achieved by 
preparing MIPs in monolith or bead form, although there 
is a drawback by incomplete template extraction, compared 
to the thin film format which shows more efficient target 
removal. Often if the imprinted molecule (template) is toxic 
and expensive, it can be replaced by cheaper and non-harm-
ful analogous. In addition, the “dummy template” is used to 
avoid hindering the accurate and precise assay of the tem-
plate when working at low concentration [31–33].

Attempts have already been made to print herbicides into 
polymers but conventional synthesis requires a high concen-
tration of cross-linking agent to produce a rigid structure that 
does not allow the template or “dummy template” molecule 

to move freely [34–36]. Therefore, the extraction of the 
printed molecule cannot be fully achieved and its diffusion 
within the polymer could be difficult.

In this paper, a new MIP thin film with weakly cross-
linked polymer based, for the first time on acrylic mono-
mer and cross-linker, was developed and characterized. The 
ability of these materials to recognize 2,4-D analogue was 
assessed using GC as an analytical method.

The paper deals with the elaboration of MIP films by radi-
cal photo-polymerization of mixture containing the n-butyl 
acrylate (BuA) as monomer, 1,6-hexanediol diacrylate 
(HDDA) as a cross-linking agent and 2-hydroxy-2-methyl-
1-phenyl-propane-1-one as a photo-initiator. The selected 
dummy template is 2-phenoxy-propionic acid (PPA), which 
is analogous to the herbicide (2,4-dichlorophenoxyacetic 
acid). The imprinted polymers were prepared by non-cova-
lent method in the presence of chloroform as porogenic sol-
vent. Some non-imprinted polymers (NIPs) were also pre-
pared by the same procedure without the template molecule. 
The pre-polymerization complex between a template and 
monomer through hydrogen bonding interaction was inves-
tigated by computer modeling and confirmed by H1 NMR 
spectroscopy.

Non-imprinted polymers (NIPs) and imprinted polymers 
(MIPs) were characterized by infrared spectroscopy, ther-
mogravimetric analysis (TGA) and atomic force microscopy 
(AFM). The recognition properties of the obtained NIPs and 
MIPs to PPA were evaluated by GC technique using the batch 
binding method. Factors affecting rebinding were also dis-
cussed. The obtained results showed a specificity of imprinted 
materials.

Fig. 1   Chemical structures of reagents, a n-butyl acrylate, b 1,6-hex-
anediol diacrylate, and c 2-phenoxypropionic acid
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Experimental

Reagents and chemicals

N-butyl acrylate (BuA), 1,6-hexanediol diacrylate (HDDA), 
chloroform (99%), ethanol (99%) and acetonitrile (ACN) 
(99%) were all provided by Sigma Aldrich (USA). 2-Hydroxy-
2-methylpropiophenone (Darocur) 1173 (97%) and 2-phe-
noxypropionic acid (PPA) (98%) were purchased from Ciba 
(Switzerland). The chemical structures of main reagents are 
illustrated in Fig. 1. All reagents were used without further 
purification.

Methods and instruments

Modeling and simulation

All calculations were performed with the Gaussian 09 pack-
age [37]. The most stable geometries of all species (monomer, 
template, complex) were obtained using density functional 
theory DFT-B3LYP/6-31G (d,p) [38].

The binding energy for analysis of the hydrogen bonding 
interaction is obtained using the following equation:

E(complex) is the total energy of the template-monomer; 
E(template) and E(monomer) are the total energies of the template 
and the monomer, respectively.

The stabilization interaction energy, E(2)

i→j∗
 , were per-

formed using natural bond orbital (NBO 3.1) program imple-
mented in the Gaussian 09 package at the DFT/B3LYP/6-
31G (d,p) method [39]. The second-order perturbation 
interaction energy, E(2)

i→j∗
 , represents the estimate of non-

covalent bonding-anti-bonding interaction.

where, n
i
 is the donor orbital occupancy, �i and �j∗ are 

orbital bonding and anti-bonding energies and F̂ is the off-
diagonal NBO Fock matrix element. �i and �∗

j
 are the respec-

tive donor and acceptor natural bond orbitals.

Infrared spectroscopy

Fourier transform infrared (FTIR) spectra were obtained 
by means of an Attenuated Total Reflectance (ATR) tech-
nique using spectrophotometer (Agilent Cary 640, USA). 
All measurements were taken at room temperature. FTIR 
spectra were recorded over the range of 500–4000 cm−1 at 
2 cm−1 resolution and represented an average of 32 scans.

(1)ΔE = E(complex) −
[

E(template) + E(monomer)

]

(2)E
(2)

i→j∗
= −ni

⟨

𝜎i

/

F̂

/

𝜎
∗
j

⟩2

𝜀j∗ − 𝜀i

1H NMR analysis

1H NMR analysis was conducted on a Bruker Avance III 
400 NMR US + spectrometer, (Germany) (300 Hz) with 16 
scans, at 300 K, using the deuterated chloroform (CDCl3) 
as solvent and tetramethylsilane (TMS) as an internal refer-
ence. The 1H NMR spectra were analyzed with Masternova 
software.

Thermogravimetric analysis

Thermogravimetric analysis (TGA) was performed using 
TGA (LINSES PT1600 STAATG/DSC, Germany). The 
analysis of the sample with an average mass of 5 mg was 
carried out under air atmosphere from 25 to 700 °C, at a 
heating rate of 10 °C/min.

Atomic force microscopy (AFM) analysis

Atomic force microscopy (AFM) analysis of the thin films 
was conducted using a Flex-AFM (nanosurf, Switzerland), 
operated on the tapping mode. The scanning head is con-
nected to the C3000 controller working at resonance fre-
quency < 4 MHz. The Flex AFM video option integrates 
two cameras for a parallel top and side view, which allows 
quickly finding an area of interest and bringing the cantilever 
closer to the surface before the final approach. The area of 
2 × 2 µm2 size was scanned for all samples and the obtained 
images were treated using the Gwyddion software image 
processing.

Films elaboration

NIPs and MIPs were prepared in the absence and presence 
of the template, respectively. Several formulations were pre-
pared to show the impact of the amount of cross-linking 
agent in the presence and absence of solvent, on the physico-
chemical properties and recognition efficiency of the result-
ing polymers.

Table 1   Composition of MIPs and NIPs formulations

Series Polymer films Mixture 
PPA:BuA:HDDA
(mol%)

Mixture:CHCl3
(Volume ratio)

1:NIPs NIP1a 0:4:4 3:1
NIP2a 0:4:8
NIP2b 0:4:8

2:MIPs MIP1a 1:4:4 3:1
MIP2a 1:4:8
MIP2b 1:4:8
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The compositions of mixtures are described in Table 1. 
Imprinted and non-imprinted films were produced using the 
sandwich method. For this purpose, a glass mold of 10 × 10 
mm2 with a thickness of 0.13 mm was fabricated. Next, 
80 µL of pre-polymerization solution was deposited in the 
center of the glass slide which was immediately covered 
by polyethylene terephthalate (PET) film (23 µm thick) to 
avoid the inhibiting effect of oxygen. Finally, the whole was 
exposed to UV radiation (λ = 365 nm, I0 = 0.7 mw/cm2) for 
10 min and 15 min for the NIP and MIP films, respectively. 
The resulting films had each a thickness of about 80 µm.

Detection of PPA using gas chromatography–flame 
ionization detector (GC–FID)

Removal of PPA from MIP films was performed using a gas 
chromatography (GC Young Lin 6500, Korea) coupled to a 
flame ionization detector FID.

The GC chromatogram of PPA solution containing an 
internal standard was obtained using a Teknokroma TRB-5 
column (a length of 30 m, a 0.32 mm inner diameter, and a 
0.1 μm film thickness). The temperature program of the GC 
oven was as follows: initial temperature of 60 °C held for 
3 min, a heating rate of 13 °C/min to 190 °C followed by a 
hold of 3 min. The temperature of the injector used in split 
mode was adjusted to 250 °C. The flow rate of nitrogen, used 
as the carrier gas, was 1 mL/min and the time analysis was 
about 15 min.

Calibration curve for PPA was constructed by chroma-
tography of six acetonitrile solutions containing different 
concentrations (0.2–2.0 mg.mL−1) of PPA and a constant 
concentration (0.25 mg.mL−1) of the internal standard 
heptanol; 0.5 µL of each solution was injected into the 
GC system.

GC calibration plot was obtained by least-squares lin-
ear regression analysis of the peak-area ratio, y, of PPA/
heptanol against concentration, x, of PPA. The plot was 
linear in the studied range; its corresponding equation 
was y = 0.7995x – 0.0391 with correlation coefficient of 
R2 = 0.9956.

For PPA extraction, the resulting MIPs films were 
immersed in an acetonitrile-ethanol (90/10) (v/v) wash 
solution for 2 h at room temperature. After drying the 
supernatant, 6 µL of heptanol dissolved in 1 mL of ace-
tonitrile were added and the whole was analyzed by GC. 
The procedure was repeated several times, changing the 
wash solution every two hours. The washed MIP (wMIP) 
was obtained when no PPA was detected by GC.

The choice of the wash solution was based on the ability 
of the solvent to diffuse into the polymer and to remove 
the target. As acetonitrile as an aprotic solvent, it does 
not allow the complete extraction of PPA and it remains 
"stuck" in the network. A modification of the composition 

of the washing solutions was achieved by adding 10% by 
volume of ethanol to the ACN solution to favor the extrac-
tion of the PPA [40].

Figure S1 shows the chromatograms of the first and last 
template extractions from MIP2a. The dashed line corre-
sponds to the chromatogram of the first template extraction 
from MIP2a. It shows the peaks of the PPA solution in pres-
ence of heptanol as internal standard and acetonitrile as a 
solvent where no interference was noted.

As PPA is released from MIPs, the characteristic peak at 
12, 64 min begins to decrease until it disappears. In Fig. S1, 
the solid line shows the complete disappearance of PPA after 
the last extraction, indicating that the template is completely 
removed from MIP2a films.

Results and discussion

Monomer‑target interaction

The key step in the molecular printing process is the forma-
tion of a pre-polymerization complex between the template 

Fig. 2   DFT-B3LYP/6-31G (d, p) optimized geometries of the com-
plexes 1 (a) and 2 (b). (Oxygen atoms in red, carbon atoms in gray, 
hydrogen atoms in white)
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target and functional monomer, which reduces their ability 
of interacting to form suitable imprinting sites.

From interaction studies by NBO, BuA monomer-PPA 
template (M/T) ratio of 1:1 was sufficient although some 
evidence did suggest that additional interactions may be 
also occurring at high M/T ratio. Based on these findings, 
ATR-FTIR and 1H NMR spectroscopy methods were used 
to investigate the interaction of BuA and PPA at 4:1 ratio 
which is the most commonly used for non-covalent inter-
actions and has often improved MIP selectivity [46, 47]. 
The shift of hydrogen donor and acceptor bands was used 
to identify the formation of hydrogen bonding in FTIR 

characterization [48–50]. Figure 3 shows the ATR-FTIR 
spectra of BuA monomer, PPA template and the BuA:PPA 
mixture with molar ratio of 4:1 in chloroform.

The ATR-FTIR spectra of BuA shows mainly the 
C=O stretching vibrations band and at 1718.26  cm−1, 
the characteristic bands of C–O groups at 1193.72 cm−1 
and the aliphatic stretching of the C–H band appeared at 
2962 cm−1.

In the PPA spectra, the C=O stretching vibration band 
appear at 1716.33  cm−1, the absorption of C=C aro-
matic band is observed at 1587.12 cm−1 and the band at 
3019.97 cm−1 represents OH stretching vibrations.

In the case of BuA/PPA mixture, the intensity of C=O 
stretching vibration band of BuA decreases and shifts to 
1716.33 cm−1. This slight decrease in wavenumber and 
intensity is to be expected as a result of intermolecular 
hydrogen bonding between the carboxyl groups of PPA 
and the carbonyl groups of BuA [18].

1H NMR study

1H NMR characterization is widely used in non-covalent 
imprinting systems to study the monomer-template interac-
tion [51]. Because of local changes in the electronic environ-
ment, the interaction is characterized by a chemical shift in 
NMR spectra.

The 1H NMR spectra of BuA, PPA and a mixture of 
BuA:PPA with molar ratio of 4:1 in CDCl3 are presented 
in Fig. 4 and the chemical shifts of all protons are gathered 
in Table 3.

The signal at 9.31 ppm is assigned to the deshielded pro-
ton of the carboxylic acid group (Fig. 4 and Table 3). The 
addition of BuA molecules resulted in a slight shielding 
effect, shifting the signal to 9.06 ppm. This is very likely 
due to the formation of hydrogen bonds between the BuA 
monomer ester group and the PPA carboxylic acid group. In 
other words, a successful complex formation is suggested, as 
supported by the work of Vendamme et al. [52].

Polymers characterization

IR analysis of films

IR characterization was carried out to demonstrate the 
consumption of the characteristic C=C double bond of the 
monomer during photo-polymerization and to determine the 
functional groups present in the MIP films before and after 
template extraction.

Figure S2 depicts the IR spectra of NIP2a mixture and 
the resulting NIP2a film as typical examples. In the spectra 
of both NIP2a mixture and NIP2a film, the band centered 
at 2946 cm−1 is related to the deformation vibrations of the 

Fig. 4   1H NMR spectra of BuA, PPA, and mixture of BuA:PPA 4:1 
in CDCl3

Table 3   Proton chemical shift (ppm) of BuA, PPA, and mixture of 
BuA:PPA 4:1 in CDCl3

s singlet, d doublet, t triplet, m multiplet

Chemical shift 
(ppm)
PPA BuA BuA:PPA 4:1

H1 (s) 9.31 9.06
H2 (s) 7.49 7.33
H3 (t) 7.06 7.00
H4 (d) 6.98 6.94
H5 (m) 4.85 4.83
H6 (d) 1.73
Ha (t) 0.94 1.00
Hb (m) 1.42 1.42
Hc (m) 1.68 1.67
Hd (t) 4.16 4.16
He (d) 5.79 5.85
Hf (m) 6.13 6.19
Hg (d) 6.36 6.40
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(–CH3) groups and the strong absorption peak at 1719 cm−1 
is attributed to the carbonyl ester group (C=O). The bands 
at 1182 and 1154 cm−1 are assigned to C–O function and 
the peaks at 1637 cm−1 and 809 cm−1 are related to C=C 
of monomer. Figure S2 shows a clear disappearance of 
the C=C double bond at 1637  cm−1 and 809  cm−1 after 
10 min of irradiation, which explains the total conversion 
of monomers.

ATR-FTIR spectroscopy was also used to analyze the 
MIP films before and after several washes to assess the suc-
cessful insertion of PPA into the imprinted polymers and 
also its extraction after the wash. Figure S3 illustrates the 
spectral differences between PPA, MIP2a and wMIP2a. 
The characteristic bands of PPA at 746 cm−1 assigned to 
the aromatic.

C–H stretching vibrations, at 1587 cm−1 are related to 
the aromatic C=C bond and at 3060 cm−1 characterizing 
OH stretching vibrations, clearly appear in the spectra of 
MIP2a and disappear in that of washed MIP2a (wMIP2a). 
This result suggests that PPA was assembled and loaded 
during polymerization (MIP2a) and released during several 
washes (MIP2a) [53].

Thermal analysis

The thermal stability and degradation steps of the resulting 
polymers were determined by thermogravimetric analysis 
(TGA). This method is based on monitoring the weight of 
the sample during a thermal program (i.e., heating the sam-
ple) in a controlled ambient atmosphere. Therefore, TGA 
was included in this study to complement and support the 
interpretation of the results obtained by FTIR spectroscopy.

The films of MIP2a, wMIP2a and NIP2a and the PPA 
template were heated from 25 to 700 °C with a heating rate 
of 10 °C/min and the decomposition temperature was deter-
mined from the beginning of the sample weight loss which 
corresponds to the thermal decomposition. The respective 
thermograms are presented in Fig. 5 allowing comparison 
of MIP, wMIP and NIP materials.

As can be seen in Fig. 5, the decomposition curve cor-
responding to MIP2a films exhibits three degradation steps. 
The first thermal event reveals a weight loss in the tem-
perature range of 150–300 °C, this degradation is attributed 
to the decomposition of PPA, which is more visible in the 
156–304 °C range in the decomposition curves of PPA when 
analyzed individually. The absence of this degradation step 
in the case of NIP2a, wMIP2a films confirms the absence of 
PAA in the latter [54]. The second degradation step, which 
occurs in the temperature range of 280–460 °C is common 
to all systems and is attributed to polymer decomposition. 
The last degradation step, which is due to the degradation of 
organic residue at temperatures ranging from 450 to 600 °C, 
is similar with all the obtained polymers. It can be men-
tioned that the MIP2a film is the most sensitive, due to the 
presence of PPA which is decomposed first.

AFM characterization

Scanning force microscopy (AFM) was used to investigate 
the surface roughness and pore creation in polymer films 
for NIP2a, NIP2 and wMIP2a, in order to demonstrate 
the impact of the absence of solvent and template on film 
topographies.

Figure 6 depicts AFM images of NIP2b, NIP2a, and 
wMIP2a over a 2 × 2 µm2 area, with the darkest regions rep-
resenting the pores and the lightest regions representing the 
peaks [55, 56]. Figure 6a and b show 2-D and 3-D images of 
NIP2b surfaces over an area of 2 × 2 µm2. The color density 
depicts the vertical profile of the polymer film once more, 
with the peaks (highest points) appearing as light regions 
and the pores (valleys) appearing as small dark areas. AFM 
images of NIP2b show small grains in addition to pores, 
indicating that the lack of a porogenic solvent in a formula-
tion with high cross-linker content promoted a phase separa-
tion within the network during polymerization. This phase 
separation was not observed in NIP2a, which appears to be 
homogeneous.

The observed heterogeneity in the case of NIP2b suggests 
that the solvent is a crucial component to obtain homogene-
ous films. Based on these findings, the MIP2b and NIP2b 
films from the recognition tests were eliminated.

NIP2a and wMIP2a were characterized using AFM to 
demonstrate the effect of the presence of a template mol-
ecule on topography of polymer films. From Fig. 6c and e, 
it was possible to obtain the mean roughness values of the 

Fig. 5   Thermogravimetric analysis curves of MIP2a, NIP2a, wMIP2a 
and PPA
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polymers using Gwyddion AFM software. Two roughness 
parameters were considered in relation to the cross-section 
profiles of the surface to quantitatively evaluate the surface 
properties, including the average roughness (Ra) and the 
root-mean-squared roughness (Rrms) which are proportional 
to the roughness of the surface.

Both the control and imprinted films seemed to have bet-
ter surface uniformity (Fig. 6c–f, respectively), confirming 
the importance of porogenic solvent in the formation of 
homogeneous films.

For roughness properties, the wMIP2a has Ra and Rrms 
of about 0.511 nm and 0.648 nm, respectively, while the 
NIP2a has Ra and Rrms of 0.138 nm and 0.181 nm.

The roughness data show that a wMIP2a film is clearly 
rougher than NIP2a film. This apparent roughness in the 
case of wMIP2a may be attributed to the cavities created 
by PPA molecules and thus considered as potential sites for 
PPA adsorption [57].

Binding properties

To show the effect of polymer amount (mg), template 
concentration and cross-linking density, the evaluation of 
wMIPs and NIPs adsorption behavior towards PPA is out-
lined and discussed in this study. The latter is based on bind-
ing experiments which is extremely useful for validating the 

sensing ability of MIP films [26, 58, 59]. The GC technique 
was used for this and all experiments were performed in 
triplicate.

After incubation, the supernatant was collected and dried 
with a pump before being dissolved in 1 mL of ACN con-
taining constant concentration of heptanol for GC analysis. 
Equation 3 was used to calculate the concentration of PPA 
adsorbed on NIP and wMIP films at equilibrium.

where Q is the binding capacity of films, (g PPA/g film); 
Ci (g/L) and Cf  (g/L) are the initial and final concentrations 
of PPA; V(L) is the initial volume of the solution; m (g) is 
the amount of the polymer film.

The imprinting effect illustrated by imprinting factor 
(IF) value which was calculated as the ratio of the binding 
capacity of the washed imprinted polymer, QwMIP, over 
that for non-imprinted polymer, QNIP . At each rebinding 
test, IF was calculated using Eq. (4).

Experimentally, it was observed that using the same sol-
vent for polymerization as that used during the rebinding 

(3)Q =
(Ci − Cf )V

m

(4)IF =
QWMIP

QNIP

Fig. 6   AFM 2D images (first raw), 3D images (second raw), of NIP2b (a, b), NIP2a (c, d) and wMIP2a (e, f)
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step improves the diffusion of the template to the recog-
nition sites, as the polymer matrix conserves a kind of 
"memory effect" regarding its swelling properties. How-
ever, in this study, acetonitrile was used as a solvent 
instead of chloroform. This choice is based on the high 
polarity of acetonitrile which allows it to interact with 
the target and facilitate its entrainment and insertion into 
the cavities formed during polymerization, thus increas-
ing the specificity of the MIP films [60]. Several examples 
have been cited in the literature where the polymerization 
solvent and the rebinding study can be different [61, 62].

Effect of polymer content

To highlight the effect of polymer content (mg) on adsorp-
tion capacity of the obtained polymers, a recognition study 
was performed for NIP2a and wMIP2a films in presence of 
PPA (1.0 mg.mL−1). When the mass of polymer introduced 
in 1 mL of the solution was less than 6 mg, it was found 
that the results were not reproducible and moreover the low 
masses became difficult to handle. For this reason, the poly-
mer masses of 6 and 8 mg were chosen to provide repro-
ducible results and even significant adsorption capacities. 
Figure 7 depicts the binding capacity of wMIP2a and NIP2a 

to PPA after 6 h of incubation. It suggests that the imprinted 
polymer has higher affinity for PPA than the non-imprinted 
polymer as evidenced by the amount of PPA retained in the 
wMIP is considerably higher than the corresponding NIP. 
The ability of wMIP to retain the template is explained by 
formation of specific cavities on the surface of this poly-
mer, whereas the NIP films only allow the quantification of 
non-specific interactions with the template, which generally 
occur on their surface.

Theoretical investigations conducted by Hijazi et  al. 
confirm that MIP polymers have more uniform binding site 
energies, and these sites have higher affinities and stronger 
binding energies to analytes [26].

Neusser et  al. [63] have recently conducted further 
research in which they reported differences between MIPs 
and NIPS in pore interconnection. The authors used 3D 
FIB/SEM tomography to examine the porosity of MIPs and 
found that MIPs had more interconnected pores than NIPs, 
which had smaller interconnected areas. They also observed 
that the pore volumes of MIPs were 34% and 35% higher 
than that of NIPs. The high pore size of MIPs thus supports 
the formation of specific cavities within the polymer matrix 
due to the use of a template during polymerization.

The adsorption capacity of wMIP films for PPA increased 
significantly when the amount of polymer was increased 
from 6 to 8 mg at the considered template concentration 
as presented in Fig. 7. The increase in adsorption capacity 
with increasing the amount of polymer is expected due to 
the large adsorbent surface area and the increase of effec-
tive binding sites. Similar trends to our findings have been 
reported before by both Aarab et al. [64] and Annamma et al. 
[46].

According to the IF value given in Table 4, wMIP2a 
with a polymer mass of 6 mg has the highest imprint factor. 

Fig. 7   Effect of film mass on adsorption capacity, [PPA] = 1.0  mg.
mL−1

Table 4   Binding capacities and imprinting factors for wMIP2a:NIP2a 
polymer films

Polymer amount (mg) Q (mg.g−1)

wMIP2a NIP2a IF

6 39.75 16.87 2.35
8 42.31 26.45 1.59 Fig. 8   Effect of PPA concentration on adsorption capacity in pres-

ence of NIP2a:wMIP2a films



Iranian Polymer Journal	

1 3

This result can be explained by an increase in the number 
and distribution of binding sites as the amount of polymer 
increases, which subsequently favors the adsorption of PPA 
molecules on specific and non-specific binding sites [46]. 
In the following section, the polymer mass of 6 mg was 
selected as an adsorbent with optimal properties, for the 
recognition test.

Effect of PPA concentration

In order to show the effect of PPA concentration on the 
adsorption capacity of NIP2a and wMIP2a films, an amount 
of 6 mg of NIP2a or wMIP2a was put into acetonitrile solu-
tions of PPA. Figure 8 shows the amount of PPA bound in 
wMIP2a and NIP2a films in presence of two PPA concentra-
tions (0.5 and 1.0 mg.mL−1).

The imprinted films fixed or adsorbed more PPA than 
the non-imprinted films for the both concentrations, may 

confirm the successful imprinting process. In addition, 
the PPA amount in NIP and wMIP increased with PPA 
concentration.

The presence of specific and non-specific binding sites 
is one of the most important drawbacks of a non-covalent 
approach; this heterogeneity has a significant impact on the 
MIP imprinting properties. Hence, the increase in adsorption 
capacities with PPA concentration is due to the adsorption of 
PPA on both high and low affinity binding sites. This obser-
vation is consistent with the findings of Hillberg et al. [62]. 
Table 5 summarizes the imprinting factors for each experi-
ment where a high IF values were obtained. It generally indi-
cates the efficiency of the printing method and indicates that 
selective interactions prevail over non-selective interactions 
in the polymer films. However, the decrease of IF values 
with increasing PPA concentration is due to heterogeneous 
binding on the available sites (imprinted and non-imprinted), 
resulting in non-specific adsorption. These findings also con-
firm that at low PPA concentration, the affinity of PPA to 
bind to specific sites exceeds non-specific binding [48, 65].

Effect of cross‑linking density

To underline the effect of cross-linking density in bind-
ing tests, some recognition studies were carried out in 
presence of NIP1a:wMIP1a and NIP2a:wMIP2a for PPA 
concentrations of 0.5 and 1.0 mg.mL−1, respectively. The 
binding capacities of NIP1a:wMIP1a and NIP2a:wMIP2a 
films are presented in Fig. 9 which shows a significant 
difference in retention capacity between MIPs and NIPs, 
for both considered cross-linking densities and concentra-
tions. This indicates the high efficiency of the imprinting 
process since the amount of PPA adsorbed in the presence 
of wMIP1a:NIP1a film ratio was approximately twice that 
adsorbed by MIP2a:NIP2a films.

This could be attributed to the rigidity of the polymers 
formed since the cross-linking density is high in the case of 
wMIP2a:NIP2a, which may limit the diffusion of PPA mol-
ecules to the polymers. This result is consistent with other 
findings showing that the adsorption capacity of polymers 
increases when the cross-linking density decreases [66]. On 
the other hand, the IF for NIP2a:MIP2a is much higher than 
the IF for NIP1a:MIP1a. All values are gathered in Table 5.

Due to the stability of recognition sites of imprinted 
polymer, it is expected that the polymers with a high cross-
linking density have the highest IF. Selectivity is generally 
favored in the presence of high cross-linker content to pre-
serve the cavity shape after template removal.

Interestingly, this study has shown that the use of a low 
amount of cross-linker can have an imprinting effect even 
though the high template/monomer/cross-linker (1:4:20) 
[53] is widely used, in the creation of MIPs. In addition, 
the template/monomer/cross-linker (1:4:8) gives films with 

Table 5   Binding capacities and imprinting factors for wMIP1a:NIP1a 
and wMIP2a:NIP2a polymer films

Adsorbent Q (mg.g−1) IF

[PPA] = 0.5 (mg.mL−1)
 wMIP1a 21.86 1.14
 NIP1a 19.17
 wMIP2a 6.43 6.77
 NIP2a 0.95

[PPA] = 1.0 (mg.mL−1)
 wMIP1a 100.49 1.64
 NIP1a 60.96
 wMIP2a 39.74 2.35
 NIP2a 16.87

Fig. 9   Effect of cross-linking density on adsorption capacity in pres-
ence of NIP1a:wMIP1a and NIP2a:wMIP2a films
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atoms area is crucial in recognition of the binding cavity. 
The relevance and importance of halogens as recognition 
components has been previously proved by Baggiani et al. 
[67].

In order to confirm the presence of strong interactions 
in the case of 2,4-D, a molecular modeling was used to cal-
culate the binding energy between the monomer BuA and 
2,4-D. The structures of the template-monomer complexes 
were simulated to study the recognition mechanism. The 
binding energies are given in Table 6 and complex structures 
are given in Fig. 11.

Lower binding energy indicates stronger interactions, 
which result in higher binding affinities in recognition step. 
Comparing the energies given in Table 6 for (2,4-D/BuA) 
with those of Table 2 for (PPA/BuA) complex, the stabili-
zation energies, E(2), are lower in the case of (2,4-D/BuA) 
complex, indicating a strong interaction exists between 
2,4-D and BuA molecules.

In addition, the H-bond lengths in complexes 3 (1.738 Å) 
and 4 (1.849 Å) are shorter than those in complexes 1 and 
2, due to the presence of chlorine atom. This result can be 
explained by the electron withdrawing of chlorine atom lead-
ing to an increase of monomer reactivity and stabilization of 
monomer-template interaction.

The results presented in this part demonstrated the poten-
tial of using the PPA as a dummy template to create binding 
sites that can selectively fix 2,4-D molecules. To highlight 
the relationship between the template species and the result-
ing selectivity, further studies need to be conducted in pres-
ence of another molecule with a similar structure to 2,4-D. 
To this end, investigations are currently underway in our 
laboratory to find more efficient dummy molecules to obtain 
selective polymers for the recognition of 2,4-D.

Conclusion

The current study optimized the conditions for herbicide 
analogue imprinting. Computer modeling, and 1H NMR 
analysis were all used to demonstrate the existence of a 
hydrogen bonding interaction between PPA as a 2,4-D ana-
logue and BuA as a functional monomer.

The development of porous imprinted films and their non-
imprinted polymers was carried out by the sandwich method 
in the presence of a solvent which is chloroform, in order to 
develop PPA selective cavities.

Interestingly, the obtained thin films were characterized 
by ATR-FTIR, TGA and AFM. Two main conclusions could 
be deduced from IR spectra: firstly, complete polymeriza-
tion of pre-polymerization mixture was achieved; secondly, 
the template molecule was successfully removed from MIP 
films. The AFM images provided useful information on the 
effect of a porogenic solvent and the final topography of 

the resulting materials. TGA analysis revealed that all poly-
mers degrade in the same way and that PPA in the imprinted 
polymers affects their thermal stability. Overall, adsorption 
experiment results showed that the retention capacity of 
wMIPs was higher than that of NIPs. Moreover, a decrease 
in the imprinting factors (IF) was noticed when the PPA 
concentration increased. In addition, polymer films obtained 
with high cross-linking density exhibited a good imprinting 
effect.

The outcomes obtained in this study indicated the feasi-
bility of using a structural analogue template for the devel-
opment of selective materials for 2,4-D recognition.
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